EKOTEKS LABORATUVAR ve GOZETIM
HiZMETLERI A.S.
Esenyurt Firuzkdy Bulvari No:29 34325 Avcilar

istanbul/ TURKIYE
Test
2. i TS EN ISO/IEC 17025
019 3«02‘?’\’
23 oW TEST REPORT

EKDTE KS DENEY RAPORU

LABORATUVAR VE GOZETIM HIZMETLERI AS.

AB-0583-T

21002285-
ING

01-21

Customer name: NARKONTEKS TEKSTIL {HR. iTH SAN VE TIC AS
DOGUS CAD 3/19 SOK NO:12 BUCA IZMIR

Address:

Buyer name: -

Contact Person: ONUR BAG
Order No: -
Article No: 9040

Name and identity of test item: White overalls fabric .(claimed to be; 55 gr/m? / White / Nonwoven PP
grammage= 18 g/m?, Hotmelt grammage= 2 g/m?)

The date of receipt of test item: 20.01.2021

Re-submitted/re-confirmation -

date:

Date of test: 20.01.2021-25.01.2021

Remarks: -

Sampling: The results given in this report belong to the received sample by vendor.
End-Use: Men’s-Women’s / Medical wear

Care Label: Not specified.

Number of pages of the report: 3

The Turkish Accreditation Agency (TURKAK) is signatory to the multilateral agreements of the European
co-operation for the Accreditation (EA) and of the International Laboratory Accreditation (ILAC) for the
Mutual recognition of test reports.

EKOTEKS LABORATUVAR ve GOZETIM HIZMETLERI A.S. accredited by TURKAK under registration
number-{A B-0583-T] for ISO 1 7025:2017 as test laboratory.
The test and/or.measurement results, the uncertainties (if a
piethods are given on the following pages which are part of {

nhlicable) with confidence probability and test

pis report.

Seal Date Customer Represefitative Head of Testing Laboratory
25.01.2021 RAZA

This report shall not be reproduced other than in full excep
Testing reports without signature and seal are not valid.
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EKOTEKS LABORATUVAR ve GOZETIM

HIiZMETLERI A.S.
AB-0583-T
21002285-
ING
01-21
REQUIRED TESTS RESULT COMMENTS

PHYSICAL PROPERTIES

Tear Strength/ ASTM D 1424 -

Tear Strength/ EN 1SO 9073-4 "

No requirements were given.

REMARK: Original samples are kept for 3 months and all technical records are kept for 5 years unless otherwise
specified.If requested, measurement uncertainty will be reported. But unless otherwise specified, measurement
uncertainty is not considered while stating compliance with specification or limit values The reported uncertainty is
based on a standard uncertainty multiplied by a coverage factor k=2, providing a level of confidence of
approximately 95 %. The declaration of conformity was given in accordance with the Simple Acceptance Decision
Rule. Tests marked (¥) in this report are not included in the accreditation schedule

This report shall not be reproduced other than in full except with the permission of the laboratory.
Testing reports without signature and seal are not valid.
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EKOTEKS LABORATUVAR ve GOZETIM
HiZMETLERI A.S.

AB-0583-T

21002285-
ING

01-21

TEST RESULT

TEAR STRENGTH; ASTM D1424:2009

James Heal Elmatear 435/ 98/ 1007. B (1631 g), C( 3262 g). pendulum. Manual clamps.
The average results are given for weft and warp direction of three samples.
Performed in the conditioned room. (21£2°C - 65% +2)

RESULT REQUIREMENT
Weft 790,8 1b -

Warp 1871 lb -

TEAR STRENGTH TS EN 1SO 9073-4:2002

Titan 5 Speed:100=10 mm/min, Gauge length:Scm

The average results are given for width and length direction of five samples.
2 pre-tension applied

Performed in the conditioned room. (20£2°C - 65% +4)

RESULT CLASS
Width 328N .

Length 53,5N
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EKOTEKS

LABORATUVAR VE GOZETIM HIZMETLERI AG.

EKOTEKS LABORATUVAR ve GOZETIM
HIZMETLERI A.S.
Esenyurt Firuzkoy Bulvari No:29 34325 Avcilar
istanbul/ TURKIYE

Test
TS ENISO/IEC 17025

AB-0583-T

TEST REPORT
DENEY RAPORU

AB-0583-T

21002285

01-21 J

Miisterinin adi:
Adresi:

Alier firma:
Ilgili kisi:

Istek numarast:

Model numarasi:

Numunenin adi ve tarifi:

Numunenin kabul tarihi:

NARKON TEKSTIL [HR IHT SAN VE TS.
DOGUS CAD 3/19 SK NO:12 BEGOS BUCA/IZMIR

ONUR BAG

9040

Beyaz tulum kumas. (Miisteri tarafindan belirtilmistir; 55 gr/m? / Beyaz /
Nonwoven PP grammage= 18 g/m?, Hotmelt grammage=2 g/m* )
20.01.2021

flave numune ve/veya ilave bilgi -

gelis tarihi:
Deneyin yapildigi tarili:

Agtklamalar:

Numune alimu:

Numunenin son kullanimi:

Yikama talimatr:

Raporun sayfa sayist:

Tiirk Akreditasyon Kurumu
Birligi (EA) ve Uluslararas: Laboratuvar

imzalanustir.

20.01.2021-25.01.2021

Bu raporda verilen sonuglar miisteri tarafindan gonderilen numuneye aittir.
Bay-Bayan /Medikal Giysi
Belirtilmedi.
3
(TURKAK) deney raporlarimin taninmasi konusunda Avrupa Akreditasyon
Akreditasyon Birligi (ILAC) ile karsihkly tamnma antlagmasut

Deney laboratuvart olarak faaliyet gisteren EKOTEKS LABORATUVAR ve GOZE TiM HIZMETLERI A.S.
TURKAK'tan AB-0583-T akreditasyon dosya numarast ile 1SO 17025:2017 standardina gore akredite

edilmigtir.

Deney ve/ veya élgiim sonuclari, genisletilmis dlgiim belirsizliklghi (olmast halinde) ve deney metodlart bu
sertifikann tamamlayict kismi olan takip eden sayfalarda veriln tir.

Miihiir Tarilt Laboratuva
25.01.2021 Sevfm A. 9
P01 pde
Bu ra S G A=
por, laboratuvarin yazirizni olmadan kismen kopyalariip gogaltilamaz.

imzasiz ve miihiirsiiz raporlar gegersizdir.
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EKOTEKS LABORATUVAR ve GOZETIM

HIZMETLERI A.S.
AB-0583-T
21002285
01-21
ISTENEN TESTLER SONUC ACIKLAMA
FiZIKSEL TESTLER
Yirtilma Mukavemeti / ASTM D 1424

Yirtilma Mukavemeti / EN 1SO 9073-4

istenen degerler miisteri tarafindan belirtilmemistir.

Not: Aksi belirtilmedigi taktirde testler ile ilgili kayitlar 5 yil, orjinal numuneler 3 ay saklanir. Migteri tarafindan talep edildiginde
testlere ait 6lgiim belirsizligi raporlanir fakat “Geger/Kalr” degerlendirmesinde dlgiim belirsizligi degeri dikkate alinmaz. Raporlanan

belirsizlik. genisletilmis belirsizlik olup standart belirsizlik kapsam faktorii k=2 kullantlarak elde edilmistir. Giivenilirlik diizeyi %

95°tir. Uygunluk beyani Basit Kabul Karar Kuralina gdre verilmistir. Bu raporda (¥) isaretli deneyler akreditasyon kapsamina dahil
degildir

5]

Gen.f136-1/0

Bu rapor, laboratuvarin yazili izni olmadan kismen kopyalanip gogaltilamaz.
Imzasiz ve miihiirsiiz raporlar gegersizdir.
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EKOTEKS LABORATUVAR ve GOZETIM
HIiZMETLERI A.S.

AB-0583-T

21002285

01-21

TEST SONUCLARI

YIRTILMA MUKAVEMETI; ASTM D1424:2009

James Heal Elmatear 455/98/1007. B (1631 g), C( 3262 g), pendulum. Manuel gene.
Atki ve Cozgii yanlerinde 3 adet sonucun ortalamasi verilmisgtir.

Kondiisyon sartlarinda test edilmistir. (21£2°C-65%+2).

SONUC ISTENEN
Atla 790,8 Ib -
Cozgii 1871 1b =

YIRTILMA MUKAVEMETI; TS EN ISO 9073-4:2002
Titan 5 Hiz: 100 mm/dk+10. Cene mesafesi 5 cm.

En boy yénlerinde 4 adet sonucun ortalamasi verilmistir.

2N On gerilim uygulanmistir,

Kondiisyon sartlarinda test edilmistir. (20£2°C - %65+4)

SONUC SINIF
En 32,8 N -
Boy 535N

Sayfa3 /3



